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ABSTRACT:Carbon materials doped with nitrogen and 3d transition metals have
attracted a great deal of interest for catalyzing electrochemical reactions such as water
splitting, oxygen reduction, and carbon dioxide reduction. Here, we employed density
functional theory to study Co� N-doped carbon as electrocatalysts for the oxygen
reduction and oxygen evolution reactions. Speci� cally, we investigated the interplay
among adsorption energies, the spin state of the CoN4 active center, and the applied
potential. We found that adsorption energies strongly depend on both the applied
potential and the spin state of the Co center. Furthermore, spin state transitions
induced by the applied potential also play an important role in determining the
adsorption energies. This e� ect originates from a di� erent potential of zero charge and
capacitance of each spin state.
KEYWORDS:Co- and N-doped carbon, spin crossover e� ect, oxygen reduction reaction, oxygen evolution reaction, pH-dependent activity,
density functional theory, constant-potential condition

� INTRODUCTION

The electrocatalytic oxygen reduction reaction (ORR) and
oxygen evolution reaction (OER) are two key processes for
proton-exchange membrane fuel cells,1 arti� cial photosyn-
thesis,2 and metal� air batteries.3 Electrocatalysts with high
activity and durability toward these reactions are critically
important for bringing these technologies toward wide
deployment in our society. The state of the art catalysts for
these reactions, however, contain precious metals such as Pt
for the ORR and Ir/Ru oxides for the OER; their high costs
and scarcity reduce the economic feasibility of these
technologies in comparison to traditional energy industries
based on fossil fuels. Replacing precious-metal catalysts with
catalysts made of cheaper and more earth abundant elements is
an active pursuit by researchers worldwide.4� 6 Among various
noble-metal-free formulations, 3d transition-metal and nitro-
gen-codoped carbon materials (M-N-C) are among the most
promising groups of catalysts for both the ORR4 and OER.6

Speci� cally, Fe-,7,8 Co-,9,10 and Mn-N-C11� 13 have been
demonstrated to exhibit high ORR and OER activities.
Perhaps the most likely active sites of these M-N-C catalysts
are single-atom MN4 centers embedded in the carbon
matrices.11,14,15

In studies of M-N-C catalysts, density functional theory
(DFT) calculations have played an important role in
facilitating the structural characterization of known active
sites and also evaluating the activity of proposed active
sites.16� 18 The latter is achieved by coupling DFT-calculated
binding energies of ORR and OER intermediates, i.e. OOH*,
OH*, and O*, with the famous computational hydrogen

electrode method,19 which then enables the prediction of
overpotentials of the ORR and OER at the active sites of
interest. Although it has been very successful in guiding the
development of Pt-based alloy catalysts for the ORR,20,21 this
method oversimpli� es the physics of the electrochemical
interface under the reaction conditions, leading to deviations
from experimental results for M-N-C catalysts. For example,
the onset potentials for the ORR over FeN4 and MnN4 are
both predicted to be� 0.58 V vs the reversible hydrogen
electrode (RHE), whereas the experimental values are 0.2� 0.3
V higher than the predictions.22 A similar discrepancy between
theory and experiment exists for CoN4.

9,18 In order to deepen
our understanding of the electrocatalytic properties of M-N-C
catalysts, it is important for theorists to track down the missing
physics in the DFT calculations that lead to the discrepancies.

For one thing, in the aforementioned DFT studies, the
binding energies of reaction intermediates are calculated
assuming constant-charge conditions, in which the total
number of electrons before and after the adsorption remain
constant. This assumption is not suitable for electrocatalysis
because the electrode potential is typically held constant,
leading to charge di� erences at the electrochemical interface
before and after adsorption. It has recently been pointed out
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that the charge di� erences caused by the constant-potential
condition can have a more signi� cant e� ect on carbon
materials than on metal electrodes due to a limited density
of states of the former.23 When constant-potential conditions
are considered in DFT calculations, the calculated binding
energies can have a strong dependence on the applied
potential, resulting in a more accurate understanding of the
electrocatalytic behaviors. For example, the potential-depend-
ent binding energies under constant-potential conditions have
been adopted to explain pH-dependent electrocatalytic
activities of Au for CO electro-oxidation and ORR.24,25

Second, it is surprising that the spin states of the M-N-C
catalysts are often not investigated in detail when binding
energies are calculated.16 Ideally, all possible spin states, i.e.
low-spin (LS), intermediate-spin (IS), and high-spin (HS)
states, should be examined to determine the most stable state
in order to obtain accurate binding energies. Moreover, it is
well-known that the spin state of transition-metal complexes
can change in response to external stimuli, including
temperature, pressure, and photoexcitation, via spin cross-
over.26 At the electrochemical interface, the MN4 active sites
are subject to strong electric� elds in the electric double layer.
The spin state of the MN4 centers might also undergo spin
crossover in response to the electric� eld, as modulated by the
applied potential. The control of spin transitions by an applied
electric� eld has already been demonstrated and has important
implications for molecular spintronics.27,28 In electrocatalysis,
however, the electrostatic spin crossover e� ect has seldom
been studied for M-N-C catalysts.

Here, we employed DFT to calculate the binding energies of
reaction intermediates of the ORR and OER on the CoN4
active center under constant-potential conditions. Speci� cally,
we systematically investigated the magnetic states of bare and
adsorbed CoN4 centers as a function of electrode potential. We
found that the applied potential can induce spin crossover in
the CoN4 center because each spin state responds di� erently to
the electric� eld in the electric double layer. As we show, the
electrostatic spin crossover e� ect plays an important role in the
electrocatalytic activities of CoN4 toward the ORR and OER.

� COMPUTATIONAL METHODS
Spin-polarized DFT calculations with a plane-wave basis set
were performed using the Viennaab initiosimulation package
(VASP).29� 31 Electronic exchange and correlation were
described using the Perdew� Burke� Ernzerhof functional.32

Core electrons were treated within the projector augmented
wave framework.33 In all calculations, the energy cuto� of the
plane wave basis set was 400 eV. The DFT+U method was
applied to the 3d orbitals of Co to correct for arti� cial electron
self-interaction.34 A value ofUeff = 3.3 eV was used to
reproduce the experimental heat of formation of Co oxides.35

Slab models consisting of� ve graphene layers in ap(4 × 4)
supercell were employed to model clean and adsorbate-
covered CoN4 embedded in graphite surfaces. The middle
layer was� xed during structural relaxation. Symmetrical slabs
with adsorbates on both surfaces of the slab models were used
to eliminate any electric dipoles. The total surface area was
167.84 Å2 for the model. A 20 Å vacuum gap was used to
eliminate interactions between periodic images perpendicular
to the slab surface. The Brillouin zone integration ink space
was performed on a a 10× 10× 1 k-point mesh sampled using
the Monkhorst� Pack scheme.36 Optimized structures were
obtained by minimizing the forces on each ion until they fell

below 0.05 eV/Å. The occupation matrix control plugin for
VASP, developed by the Watson group, was employed to
generate initial structures according to di� erent metastable
magnetic states.37 This was achieved by constraining the CoN4
spin state by setting the occupation matrix of d-electron
localization and then relaxing the geometry. The constraint on
the spin state was subsequently removed, and the system was
allowed to relax toward the targeted metastable state.

The applied voltage to the electrochemical interface was
simulated by adding or removing electrons to the supercell.
The charged slab together with the compensating homoge-
neous background charge (automatically added by VASP)
polarized the electrode/electrolyte interface. The aqueous
environment of the electrolyte was treated with a continuum
dielectric model as implemented by the Hennig group in the
VASPsol code.38,39 The relative permittivity was set to 80 to
model an aqueous electrolyte. The cavity setting in VASPsol
was turned o� by setting TAU = 0. The potential-dependent
free electrochemical energy of the electrode/electrolyte
interface can be calculated as40,41

E q E q E q q f( ) ( ) ( ) ( )qfree SCF corr �= + Š (1)

whereq is the excess number of electrons,ESCF is the self-
consistent energy directly obtained from DFT calculations,
Ecorr is the correction to theESCF due to the use of
homogeneous background charge, and� � q( f) which is the
work function of the charged slab.Ecorr is calculated using the
average electrostatic potential of the supercell� V�tot� :

E V Qd
q

corr
0

tot�= � � �
(2)

The electric potential of the charged slab withq excess
electrons referenced to the SHE is calculated as

U V f( /SHE) 4.6 ( )/eVq q�= Š Š (3)

where 4.6 V is the work function of the H2/H
+ couple under

standard conditions. In order to model the charged interfaces
at di� erent applied potentials, for each modeled structure,
calculations were performed at charges of� 2.0e to +2.0e with
increments of +0.5e. The free energy at the 11 charge values
were then� t to a quadratic function to provide the free energy
as a continuous function of potential. The quadratic form is
consistent with a capacitor created by the charged-slab/
background-charge system, which takes the form

E U C U U E( )
1
2

( )free 0
2

0= Š Š +
(4)

whereU0 refers to the potential of zero charge (PZC),E0 is the
energy at the PZC, andC is the capacitance of the surface.
From the� tted quadratic functions for the bare slab and slabs
with adsorbates, the binding energies and reaction energetics
as a function of electric potential were calculated.

The pH can also a� ect the adsorption energies of reaction
intermediates by e� ectively changing the electric potential.
Indeed, by changing the pH value, the electric potential on the
standard hydrogen electrode (SHE) scale also change at a� xed
potential on the reversible hydrogen electrode (RHE) scale
according to the relation

U U k T eln(10)pH/RHE SHE B= + (5)
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In this study, we evaluate pH-dependent ORR activities on the
RHE scale by applying di� erent binding energies at the SHE
scale at di� erent pH values.

A computational hydrogen electrode method was employed
to construct the free energy diagram of the electrochemical
reactions.19,42 In this method, the binding energies of three
intermediates (*O2H, *O, and*OH) as a function of applied
potential were calculated using the potential-dependent total
energies of the clean and adsorbed models. Speci� cally, the
binding energies (� E values) were calculated as follows:

E U E U E U E E( )
1
2

( ( ) ( ) 4 3 )O H O H H O H2 2 2 2
� * = * Š * Š +

(6)

E U E U E U E E( )
1
2

( ( ) ( ) 2 2 )O O H O H2 2
� * = * Š * Š +

(7)

E U E U E U E E( )
1
2

( ( ) ( ) 2 )OH OH H O H2 2
� * = * Š * Š +

(8)

The binding energies are halved because of the symmetrical
slab model employed. The free energy corrections for*O2H,
*O, and*OH are 0.4, 0.05, and 0.35 eV, respectively.19

� RESULTS AND DISCUSSION
Bare CoN4. We examined the LS and HS states of CoN4.

The projected density of states (pDOS) of the 3d orbitals of
Co ions of these two states and the corresponding schematic
electronic structures are shown inFigure 1a,b, respectively.
The CoN4 center has a square-planar geometry, which causes
splitting of the degenerate 3d states of Co into dx

2
� y

2, dz
2,

doubly degenerate dxz and dyz, and dxy energy levels. The Co
ion in CoN4 has a 3d7 electron con� guration. The LS state of
CoN4 features the full occupancy of lower dxy, dxz, and dyz

levels, leaving a single electron in the dz
2 level. Hence, the LS

state has a total spin ofS= 1/2. In the HS state, one electron
in the dxz or dyz level gets excited to the dx

2
� y

2 level, which
possesses a total spin ofS = 3/2. The d-orbital occupancy of
CoN4 does not change as a function of potential; details can be
found inFigure S5.

The total energies of the LS and HS states as a function of
electrode potential are calculated and presented inFigure 1c.
The potential-dependent energy of the HS and LS states are
well represented by the parallel capacitor model and thus
follow a parabolic function. The� tted parameters of the
parabolic functions are given inTable S1. The PZCs and
capacitances of the two states are similar. The energy gap
between the LS and HS states is as high as 1.4 eV. Thus, no
spin crossover is possible and the LS state is the ground state
of CoN4 in the potential range of interest.

*OH/CoN4. After OH adsorption on the CoN4 center, the
Co ion transfers one more electron to*OH. Consequently, the
Co ion has the 3d6 electron con� guration. The electronic
structures of the Co d orbitals in the LS, IS, and HS states of
*OH/CoN4 and their corresponding atomic structures without
doped charge are shown inFigure 2a� c. The LS state of*OH/
CoN4 has a total spin ofS= 0 since the unpaired electron on
the dz

2 orbital in the CoN4 LS state transfers to*OH. The IS
state features two unpaired electrons in the dxz or dyz and dz2

orbitals and thus has a total spin ofS= 1. In the HS state, four
unpaired electrons occupy the dxz, dyz, dz

2, and dx2
� y

2 orbitals,
with a total spin ofS = 2. The potential-dependent d-orbital
occupancies of LS, IS, and HS states can be found inFigure S5.

The atomic structures of*OH/CoN4 vary with spin state, as
shown inFigure 2. A most striking structural change between
spin states is the location of the Co ion relative to the graphene
plane. The Co ion sticks out of the plane as the spin state goes
from LS to IS and HS. In the HS state, the Co ion lies above
the plane by 0.78 Å. In addition, the adsorbed*OH sticks up

Figure 1.Projected density of states (pDOS) of the 3d orbitals of Co ions in (a) LS and (b) HS states of CoN4. (c) Calculated total energies
(points) and polynomial� ts (lines) of LS and HS states of CoN4 as a function of potential. The shaded areas in (a) and (b) are the total DOS.

Figure 2.Atomic structures and pDOS of 3d orbitals of Co ions in the (a) LS, (b) IS, and (c) HS states of*OH/CoN4. (d) Polynomial� ts of
various spin states of*OH/CoN4 as a function of potential. The calculated total energy values can be found in theSupporting Information. The
shaded areas in (a)� (c) are the total DOS.
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more in the IS and HS states, which can be characterized by
the� CoOH angle. The potential-dependent geometries of LS,
IS, and HS states can be found inFigure S6.

The potential-dependent energies of the three spin states of
*OH/CoN4 are shown inFigure 2d. Only the � tted
polynomial curves are shown inFigure 2d for clarity; the
calculated total energy points can be found inFigure S2, and
the� tted parameters are summarized inTable S1. The energy
di� erences among the three spin states are small at their
respective PZCs. The HS is slightly more stable than the other
states with a 0.2 eV energy di� erence. The three spin states,
however, respond to the applied electrode potential di� erently.
The HS state becomes more stable than the other two states
under potentials deviating from their respective PZCs. This is
because the HS state has the largest capacitance in comparison
to the other states, making its energy decrease more rapidly as
a function of the applied potential.

The higher capacitance of the HS state of the*OH/CoN4
partially originates from its higher quantum capacitance, as
discussed below. The quantum capacitance was� rst intro-
duced in 1988 in a pioneering work for designing novel
transistors.43 The relevance between quantum capacitance and
electrocatalysis of carbon materials has, however, seldomly
been studied.44 It is well-known that, in a metal/electrolyte
electrochemical interface, there is an electric potential drop� dl
across the interface caused by the surface charge and
neutralizing ions in the electrolyte. Therefore, the electric
double layer acts as a capacitor of capacitanceCdl. When the
metal electrode is replaced with carbon materials, due to their
low DOS, the applied voltage can also cause band� lling or
depletion and a corresponding Fermi level shift. This e� ect
results in a second capacitance in series to the electric
capacitance in the double layer, which is called the quantum
capacitance (Cq). In Figure 3, we plot potential pro� le

diagrams across the electrode/electrolyte interfaces comparing
the traditional metal/electrolyte interface and carbon/electro-
lyte interface under an applied potentialU. As seen from
Figure 3, the electric potential of the metal electrode� m equals

the applied potential. In carbon (or in general for materials
with low DOS) the applied potential is determined by the
electric potential� and the shift in electron chemical potential
� , as seen inFigure 3b, and thusU = � + � / e. By
di� erentiating the equation with respect to the charge density
q, we can get

C C C1/ 1/ 1/dl q= + (9)

where C is the total capacitance or electrochemical
capacitance,Cdl is the traditional electric capacitance of the
double layer, andCq � e(dq/ d� ) is the quantum capacitance.

To calculate the chemical potential shift� , we integrate the
total DOS to obtain the energy level that can accommodate the
number of electrons as if the system has zero charge; the
di� erence between this energy level and the Fermi energy is
determined to be� . Then the electric potential drop� can be
determined by using� = U � � / e. The validity of this
approach was tested against a metal electrode of*OH/
Pt(111). We plotted the doped charge againstU, � , and� / eas
shown inFigure S3. Obviously, the quantum capacitanceq/
(� / e) is in� nitely large due to the large DOS of the metallic
system and so the total capacitance coincides with the double-
layer capacitance. Similar plots for di� erent spin states of
*OH/CoN4 are shown inFigure 4. The charge vs potential
curves are� t with linear functions to obtain the slopes
corresponding to the approximate capacitance values. It can be
seen thatCq values for all the spin states have magnitudes
comparable to theCdl values due to the low DOS near the
Fermi energy. Thus, the in� uence of the quantum capacitance
cannot be ignored. Among the three spin states, the HS state
has the largestCq of 5.9 e/V, which is consistent with its
highest DOS at the Fermi energy, as shown inFigure 2.
Consequently, the HS state should have the lowest potential
drop due to quantum capacitance, which will lead to higher
total capacitance, assuming that all spin states have the same
Cdl.

In addition to the higherCq value for the HS state, theCdl
value of the HS state is also higher than those of the other two
spin states. To determine the physical origin of theCdl of the
HS state, we studied the dipole moments associated with the
*OH/CoN4 center and their change caused by the applied
potential. We are only concerned with the dipole moments
along thez direction, perpendicular to the interface. The
dipole moment is calculated aspz = � iqi(zi � z0). qi andzi are
charges andz positions for 4N, Co, O, and H atoms at the
*OH/CoN4 center, respectively. The atoms are considered
point charges and are assigned� 0.5e, +3e,� 2e, and +1e
charges for N, Co, O, and H atoms, respectively. The change in
dipole moments as a function of electric� eld (assuming a

Figure 3. Potential pro� le diagram across the (a) metal/solution
interface and (b) carbon/solution interface.

Figure 4.Doped charge as a function of� / e, � (green), andU (blue) for (a) LS, (b) IS, and (c) HS states of*OH/CoN4. The calculated data are
� t to linear functions to obtain the slopes as indicated.
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double layer width of 3 Å) for di� erent spin states are shown in
Figure 5. The calculated points are� t to linear equations, and

the slope indicates the polarizability of the*OH/CoN4 center.
The polarizability of the di� erent spin states follow the order
HS > IS > LS, which is consistent with the order ofCdl
capacitance of*OH/CoN4 centers of di� erent spin states. The
high polarizability of the HS state originates primarily from the
easy conformational rotation of*OH under an electric� eld.

*O2H/CoN4. The atomic and electronic structures of the Co
3d orbitals of*O2H/CoN4 in the di� erent spin states are
shown inFigure 6a� c. The electronic structures of*O2H/
CoN4 are similar to those of*OH/CoN4. Structurally, the Co
ion also rises up from the graphene plane in the HS state as in
the case of*OH/CoN4. Another major structural di� erence
between di� erent spin states is the orientation of the*O2H
molecule, which can be characterized by the dihedral angle
between the OOH and CoOO planes, as indicated by the red
arc inFigure 6a� c. In the IS state, the dihedral angle is the
largest, indicating that the H atom is pointing upward rather
than lying� at, as in the LS state. The potential-dependent d-
orbital occupancies and geometries of LS, IS, and HS states can
be found inFigures S5 and S7, respectively.

The potential-dependent energies of the three spin states
have been calculated and are presented inFigure 6d. It can be
seen that the PZCs of the LS and HS are nearly identical at
about 0.06 V. The total energy of the LS state is lower than the

HS state at the PZC. The HS state, initially less stable,
becomes more stable than the LS state at high potential due to
the higher capacitance of the HS state. The potentials for spin
crossover are located at� 1.2 and 1.5 V. The higher
capacitance of the HS state is due to its higher quantum
capacitance in comparison to that of the LS state, as can be
seen inFigure S4. The IS state, however, has a much lower
PZC,� 0.45 V lower than those of the other two spin states. As
a result of this PZC shift, the IS state becomes energetically
favorable at potentials larger than 0.2 V, as seen inFigure 6d.

So far, we have demonstrated that the spin crossover e� ect
can be induced by the applied potential. The spin crossover
can be realized in two di� erent ways. First, when two spin
states have the same PZCs but di� erent capacitances, the spin
state of higher capacitance can be more stabilized by the
electric� eld due to the second-order Stark e� ect, as depicted
in Figure 7a. Second, when the PZCs are di� erent for the two

spin states, one of the states can be stabilized more than the
other state by the bias potential due to the� rst-order Stark
e� ect, as shown inFigure 7b.

*O/CoN4. The atomic structure of*O/CoN4 is shown in
Figure 8a. The Co ion has a 3d5 electronic con� guration
because two electrons transfer to*O. The electronic structures
of the LS and IS states of*O/CoN4 are shown inFigure 8b,c.
The HS state is found to be unstable, since it relaxes to the IS
state upon removing the occupancy matrix constraint. The
potential-dependent energies of the LS and IS states are shown
in Figure 8c. The IS state is the energetically favorable state in
the potential range of interest. The potential-dependent d-
orbital occupancies and geometries of LS and IS states can be
found inFigures S5 and S8, respectively.

Binding Energy and ORR/OER Activity.The binding
energies of ORR and OER reaction intermediates are
calculated as shown inFigure 9. On the basis of the binding

Figure 5.Electric dipole moments at the*OH/CoN4 center as a
function of interfacial electric� eld. The linear� t slopes are indicated.

Figure 6.Atomic structures and pDOS of 3d orbitals of Co ions in the (a) LS, (b) IS, and (c) HS states of*O2H/CoN4. (d) Polynomial� ts of
various spin states of*O2H/CoN4 as a function of potential. The calculated total energy values can be found in theSupporting Information.

Figure 7.Schematics of two cases involving spin-state transitions.
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energies, the ORR and OER activities of CoN4 at pH 1 and 13
are predicted using the hydrogen electrode method. The free
energy diagrams constructed using the calculated binding
energies are shown inFigure 10. The predicted onset
potentials for the ORR in acid and alkaline electrolytes are
0.8 and 0.76 V/RHE, respectively. It should be noted that the

spin-state transition in the case of*O2H/CoN4 is essential for
the exceptional ORR activity in acid. The ORR onset potential
at pH 1 would decrease to 0.54 V/RHE if the*O2H/CoN4
spin state remained in the LS state. For OER, CoN4 has an
onset potential as high as 2.5 V/RHE due to the weak
adsorption of*O as a result of the rapid increase in the*O
binding energy as a function of potential. On the other hand,
CoN4 performs exceptionally in catalyzing the OER in alkaline
media with an onset potential of 1.51 V/RHE. The weak
adsorption of*O in acid is alleviated by operating at a much
lower potential vs SHE due to the pH increase. The
exceptional OER activity also bene� ts from the high
capacitance of the HS state of*OH/CoN4, which e� ectively
stabilizes*OH adsorption at high potential. If*OH/CoN4 was
in the next favorable IS state, the onset potential would further
increase to 1.7 V/RHE.

� CONCLUSION
In summary, we show that the adsorption energies of reaction
intermediates of the ORR and OER on the CoN4 center are
strongly modulated by the applied potential. In addition, the
spin crossover e� ect induced by the applied potential also plays
an important role in determining the adsorption energies of
reaction intermediates and thus the electrocatalytic activities of
CoN4-C for the ORR and OER. We demonstrate that the spin
crossover occurs because each spin state responds di� erently to
the applied potential due to di� erent capacitance and PZC.
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